
NANO EXPRESS

Crystal Growth of Thiol-Stabilized Gold Nanoparticles
by Heat-Induced Coalescence

Sook Young Moon • Shun-ichiro Tanaka •

Tohru Sekino

Received: 20 April 2009 / Accepted: 22 February 2010 / Published online: 12 March 2010

� The Author(s) 2010. This article is published with open access at Springerlink.com

Abstract A monolayer of dodecanethiol-stabilized gold

nanoparticles changed into two-dimensional and three-

dimensional self-organized structures by annealing at

323 K. Subsequent crystal growth of gold nanoparticles

occurred. Thiol molecules, although chemisorbed, form

relatively unstable bonds with the gold surface; a few thiols

desorbed from the surface and oxidized to disulfides at

323 K, because the interaction energy between thiol mac-

romolecules is larger than that between a thiol and a

nanoparticle. The gold nanoparticles approached each other

and grew into large single or twinned crystals because of

the van der Waals attraction and the heat generated by the

exothermic formation of disulfides.

Keywords Au � Nanoparticle � Polygon � Coalescence �
Dodecanethiol � Surface stabilization � Self-organization

Introduction

Self-organization of nanocrystals has been reported during

the past decade. The first two-dimensional (2D) and three-

dimensional (3D) superlattices were observed with Ag2S

and CdSe nanocrystals, respectively [1–4]. Since then,

many researchers have studied various self-organized

lattices of silver [5–14], gold [15–25], cobalt [26, 27], and

cobalt oxide [28, 29].

Most superlattice structures have been formed from

nanocrystals whose surfaces are covered with alkanethiols.

Thiol-stabilized gold nanoparticles [30], including nano-

crystals and nanoclusters, have attracted significant

research interest in recent years because of their impor-

tance in both fundamental science and technological

applications such as catalysis, optics, biomedicine, and

chemical sensing [31]. Fink et al. [22] investigated char-

acteristic 2D and 3D self-organized structures of surface-

modified gold nanoparticles and discussed the importance

of their surface chemistry.

Despite the large volume of literature relating to

synthesis, morphological development, assembling, and

demonstrated applications of thiol-stabilized gold (Au)

nanoparticles, only a few studies exist on further struc-

tural development such as low-temperature coalescence

and grain growth based on self-organized structures. Meli

and Green [32] investigated the low-temperature coales-

cence of self-assembled thiol-stabilized gold nanoparti-

cles in polymer film; however, the thermally induced

coalescence to form larger single-crystal particles

underwent at 423 K (150�C). Supriya and Claus [33]

also reported thermally induced coalescence of thiol-

capped gold nanoparticles. However, the phenomenon

was observed above 373 K (120�C), which is still rather

higher than room temperature.

Recently, we have found, during investigation on the

synthesis and self-organization of thiol-stabilized Au nano-

particles, that the prepared Au nanoparticles grew into larger

single and/or twinned crystals at relatively low temperature

of 323 K (50�C), which is rather near to the room tempera-

ture than the previous reports [32, 33]. Here, we describe the

growth of thiol-stabilized gold nanoparticles by low-
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temperature heat-induced (323 K) coalescence on amor-

phous carbon film.

Experimental

Thiol-stabilized gold nanoparticles in toluene were pre-

pared by following the literature [34]. Synthesis of thiol-

stabilized gold nanoparticles was achieved by reduction of

AuCl3 with dodecanethiol as a capping ligand. A 0.025 M

micelle solution of DidodecylDimethylAmmoniumBromide

(DDAB) was prepared in 10 mL toluene. AuCl3 was dis-

solved in this micelle solution under vigorous stirring,

where 0.1 mM of Au3? solution was prepared. Then,

freshly prepared sodium borohydride (NaBH4) aqueous

solution was added to the former stirred solution drop by

drop. The as-formed wine-colored solution was stirred for

2 h at room temperature. The as-prepared gold colloid was

split into 5 mL parts, and 1-dodecanethiol was added to

each part, where dodecanethiol/gold mole ratio was varied

from 0.8 to 3.2. The gold particles were separated from the

solutions by ethanol precipitation to eliminate DDAB,

excess thiol and the reaction products. The particles were

separated from the supernatant by decanting and vacuum

drying. The gold particles were then redispersed in toluene.

Gold nanocrystal organizations were prepared via the

deposition of dodecanethiol-coated gold nanocrystals onto

a copper grid covered with an amorphous carbon film. The

grid was immersed in 50 lL of a nanocrystalline solution

and kept at 323 K (50�C) and room temperature for a

comparison.

The morphology of the particles prepared on the copper

grid was directly characterized by transmission electron

microscopy (TEM, model H-8100, Hitachi Co., Ltd,

Tokyo, Japan) operated at 200 kV. Ultraviolet–visible

(UV–vis) spectroscopy (Model 2550, Shimazu, Kyoto,

Japan) was used to determine both particle size and degree

of aggregation of as-synthesized and annealed particles.

Results and Discussion

Figure 1 shows TEM images of as-prepared gold nano-

crystals with various dodecanethiol concentrations. It is

clear that synthesized gold nanoparticles self-organized to

form a hexagonal close-packed (hcp) structure as sche-

matically indicated in Fig. 1a, b. With increasing dode-

canethiol/gold mole ratio from 0.8 to 3.2, the average

particle size increased from 5 to 8 nm and the shape

changed to dendritic because of the coalescence of neigh-

boring nanocrystals. It has been reported that, generally,

larger thiol/gold mole ratios yield smaller average core

sizes and more monodisperse particles [35]. In this study,

however, the presence of dodecanethiol in excess, with

thiol/gold mole ratio greater than 3.2, yields particle

aggregates (Fig. 1c, d). It is thought that the excess thiol

ligands have this effect because the sulfur atom of a thiol is

quite nucleophilic. Excess thiol ligands in the solution slow

the evaporation of toluene, and the interaction between

solvent-evaporation kinetics and the excess thiol might

cause this aggregation. At a ratio of 0.8, the particle size

increased a little (Fig. 1a) because the dodecanethiol

molecules may partially cover the gold surface.

Figure 2 shows TEM images of 2D and 3D gold nano-

crystals with various annealing times at 323 K. Four

samples were prepared simultaneously. After the assigned

annealing time, each sample was examined with TEM to

observe its general crystal configuration. With increasing

annealing time from as-prepared (Fig. 2a) to 24 h

(Fig. 2d), the particles aggregated more and more, and

finally changed to single or twinned crystals. After

annealing for 6 h (Fig. 2b), a small ordered domain formed

by the stacking of a few coalesced nanocrystals as shown in

Fig. 3, which was somewhat similar to the 3D structure

observed by Fink et al. [22]. After annealing for 12 h

(Fig. 2c), some nanocrystals coalesced to reach a diameter

of *20 nm and the initial hexagonal close-packed mono-

layer organization found in as-synthesized sample (Fig. 2a

and also Fig. 1b) was partially disrupted. After annealing

for 24 h (Fig. 2d), the coalesced gold nanocrystals con-

tinued to grow to form several large (20–60 nm) but tri-

angular single-crystal particles and/or polygons with

twinned structures (arrowed in Fig. 2d). Twinned struc-

tures are thermodynamically favorable to form decahedral

multi-twinned particles [36] and contain more low-energy

facets than do single-crystal particles. It has been suggested

that atoms on different crystallographic facets might have

different interaction strengths with a polymeric or surfac-

tant capping agent, leading to the anisotropic growth of

solid materials [37, 38].

UV–vis spectroscopy was used to determine both par-

ticle size and degree of aggregation in colloidal particles

(Fig. 4). The absorption band, kmax around 500–600 nm, is

dependent on the size and shape of the particles, as well as

how close they are to each other. Thus, it is useful for

identifying not only particle size but also phenomena such

as aggregation. The formation of gold nanoparticles

through reduction of AuCl3 was examined by observing the

change in the absorption band centered at 525 nm origi-

nating from the surface plasmon of the gold nanoparticles.

With increasing reaction time, the absorption bands red-

shifted from 525 nm (as-synthesized) to 565 nm (24 h

annealing) and the peak sharpness decreased, indicating an

increase in particle size.

From this observation, we suggest that the change

observed is due to progressive coalescence of the self-
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organized 5 nm spherical gold nanoparticles at the rather

low temperature of 323 K. However, it should be noted

that after soaking at room temperature for 24 h, growth of

organized gold nanoparticles was not observed (Fig. 2e);

instead, these nanocrystals grew to another shape during

coalescence. The increased interparticle attraction probably

arises from thiol desorption. As capping ligands desorb, the

steric stability of the nanocrystals decreases and the incli-

nation to aggregate increases. Although the capping ligands

chemisorb on the particle surface, the bonds are relatively

unstable; at low temperature, the alkyl chains behave as a

solid with a rigid configuration, whereas on heating to

323 K, they behave more as a liquid [39]. Pradeep et al.

[37] investigated the temperature-dependent phase behav-

ior and dynamic freedom of alkyl chains coated on silver

and gold clusters and reported that at 325 K, about 70% of

the chains contribute to the dynamic activity. This can also

be associated with morphology change similar to our

results.

Fig. 1 TEM images of as-prepared 2D-organized gold nanocrystals on amorphous carbon without any heat treatment for various dodecanethiol/

gold ratios: a 0.8; b 1.6; c and d 3.2

Fig. 2 Effect of annealing time on structural development for 2D and

3D gold nanocrystal organization on amorphous carbon: a as-

prepared without annealing; annealing at 323 K for b 6 h; c 12 h; d

24 h; e soaked at room temperature for 24 h for a comparison. The

dodecanethiol/gold ratio is 1.6

Fig. 3 TEM image and schematic drawing for the formation of 3D

structure (monolayer to multilayer) of gold nanoparticles by low-

temperature heat treatment at 323 K for 12 h. The dodecanethiol/gold

ratio is 1.6
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Based on the above-mentioned facts, here, we discuss

the plausible mechanism for the 2D organization of thiol-

stabilized gold nanoparticles and their coalescence and

growth (Fig. 5). The superlattice energy in our case has

two components: the thiol–thiol interaction energy

(Ethiol–thiol) and the thiol–nanoparticle interaction energy

(Ethiol–nanoparticle) [40]. The relative values of the two

energy components determine the nature of the final

structure; specifically, whether it is superlattice, single

crystal, and/or twinned crystal. As mentioned earlier, the

capping ligands, although chemisorbed, form relatively

unstable bonds with the particle surface, and driving

forces for both adsorption and desorption exist. A few

thiols therefore desorb from the gold surface at 323 K,

Ethiol–thiol � Ethiol–nanoparticle, and the desorbed thiols oxi-

dize to disulfides [41]. Subsequently, the gold nanoparticles

approach each other to form aggregates with partly 3D

organization (Fig. 3), and grow into larger single or twin-

ned crystals. The interaction between nanoparticles is

strong because of the large polarizability of the gold cores

and the consequent van der Waals attraction potential

between them. Finally, the gold cores, attracted to each

other, grow into other structures such as single and/or

twinned crystals (Fig. 2c, d) by the continuously generated

heat from the exothermic formation of disulfides bonds.

And hence, the growth must be followed by the diffusion of

gold atoms and rearrangement of crystalline lattice. This

structure conversion is verified by UV–vis results.

The coalescence mechanism of thiol-stabilized gold

nanoparticles in the present study seems to be the same as

that recently reported by Meli and Green [32] to some

extent; they concluded that, during the initial stage of

heating at 423 K, coarsening occurred via simultaneous

Ostwald ripening mechanism and coalescence process

based upon collision of nanoparticles, whereas during the

second stage, coalescence was the dominant mechanism.

And they pointed out the importance of desorption of the

alkanethiol molecules during the annealing, which associ-

ated the transition of two distinct stages. However, it is

clearly evident from the present study that thiol-stabilized

gold nanoparticles could coalesce to form larger mono-

crystals at lather low-temperature (323 K, i.e., 50�C), due to

the physico-chemical phenomenon as mentioned earlier.

The present finding implies us the usefulness and advantage

of this method to create self-organized nanoparticulate-

derived low-dimensional structures/devices constructed

on thermally unstable substrates and/or combined with

organic-based functional materials.

Conclusions

In summary, we have devised a method for growing self-

organized gold nanoparticles at relatively low temperature

(323 K). The morphology of gold nanoparticles was con-

trolled by the presence of dodecanethiol; as the dode-

canethiol/gold ratio increased from 0.8 to 3.2, the average

particle size increased from 5 to 8 nm at room temperature.

The growth of self-organized gold nanoparticles at rela-

tively low temperature (323 K) occurs in three steps: (1)

Thiol molecules are desorbed on a gold surface and then

oxidized to disulfides. (2) The gold nanoparticle cores

approach each other because of van der Waals attraction

and then coalesce. (3) The attracting gold cores grow into

larger single and/or twinned crystals via the diffusion and

rearrangement of gold atoms, because of the heat generated

from the exothermic formation of disulfide bonds. We

therefore suggest that the dynamic motion of thiol

Fig. 5 Schematic drawing of plausible mechanism for the 2D organization of thiol-stabilized gold nanoparticles and their coalescence and

growth to form larger single and/or twinned crystals

Fig. 4 UV–vis spectra of gold nanocrystals: (a) as-prepared and

annealed at 323 K for (b) 6 h, (c) 12 h, and (d) 14 h. The

dodecanethiol/gold ratio is fixed to 1.6
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molecules is the key to the growth of other shapes and sizes

at the processing temperature.
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